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ABSTRACT 

The tensile and creep-rupture  propert ies  of Waspaloy at 1000" to  

1400°F were  correlated with the nature of the interactions of the dislocations 

with the gamma pr ime particles.  

shearing of fine y' part ic les  to by-passing the l a r g e r  particles.  

s t u d y  

of the investigation is to clarify the time dependent notch-weakening of nickel 

base sheet superalloys in  the tempera ture  range of 1000" to 1200°F. 

The dislocation mechanism varied f r o m  

The 

was limited to unnotched specimens although the ultimate objective 
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SUMMARY 

The study ca r r i ed  out was designed to  enable correlat ions to be 

established between the nature of deformation leading to f rac ture  and the 

tensile and creep-rupture  propert ies  at  1000" - 1400°F f o r  two widely 

different yl particle s i zes  i n  a nickel base superalloy. The relationships 

established for  smooth specimens will be extended in  future r e sea rch  to 

enable the determination of the cause of the seve re  t ime dependent, edge- 

notch sensitivity that can  occur for the sheet alloys exposed under c reep-  

rupture conditions at 1000" and 1200°F (refs. 1, 2, 3, 4). Waspaloy 

sheetp solution t reated at 1975°F and aged 16 hours a t  1400" in one case 

and 10 hours a t  1700°F i n  the other,  were utilized to  obtain the variation 

in  ys part ic le  size. 

The resu l t s  demonstrated that deformation occurred by dislocation 

mechanisms which were  dependent on the y' particle size.  

sheared y' par t ic les  sma l l e r  than a cr i t ical  s ize ,  whereas  l a rge r  par t i -  

c les  were  by-passed. 

interactions of the dislocations with the y '  phase, variations in  tensile and 

c reep  -ruptur e propert ie  s occurred. The deformation was homogeneous 

when the yl par t ic les  were  by-passed by the dislocation and led to higher 

elongations than for  the localized deformation that occurred when the y' 

par t ic les  were  sheared by the dislocations. The cr i t ical  resolved shear  

stress inc reases  for  increasing y' s ize  below the cr i t ical  and decreases  

for increasing s ize  above the critical. 

anical charac te r i s t ics  with the y' s ize  relative to the c r i t i ca l  s ize  tech- 

niques are suggested fo r  arr iving at optimum properties.  

Dislocations 

Corresponding to the changes in  the nature of the 

Based on the variations in  mech-  
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INTRODUCTION 

Results are presented that were  obtained as a n  integral  par t  of a 

cur ren t  investigation being ca r r i ed  out to  determine the scope and cause of 

the severe  time -dependent edge-notch sensitivity of nickel-base superalloy 

sheet materials at 1000" and 1200"F, The r e s e a r c h  was ca r r i ed  out at the 

University of Michigan, Ann Arbor,  Michigan, under sponsorship of the 

National Aeronautics and Space Administration, Washington, D. C. 

Studies ca r r i ed  out to date (refs. 1, 2, 3,  4)  have to a grea t  extent 

established the scope of the problem and, perhaps more  important,  

created a general  awareness  of the importance and potential dangers 

associated with the phenomenon to design and materials engineers.  

experiments reported represent  the r e sea rch  that is being ca r r i ed  out 

to es tabl ish the basic  mechanisms o r  phenomena that cause the notch 

sensit ive behavior. 

The 

It has been demonstrated ( re fs .  3, 4)  that failure of both smooth 

and notch creep-rupture  specimens occurs  by intergranular  c r ack  ini-  

tiation and growth (apparently by c reep)  until abrupt shear  occurs  due 

to the increase  i n  stress result ing f r o m  the reduction in  load-carrying 

a rea .  

p r imar i ly  by the t ime periods for  the first s tages  of intergranular  crack-  

ing. The deformation charac te r i s t ics  of the mater ia l s ,  particularly as 

they are related to intergranular  c r ack  initiation, a r e ,  therefore ,  of pr ime 

importance i n  the occurance of notch sensitive behavior. 

In addition, it is  apparent that the notch sensitivity is determined 

In the ea r ly  studies it was a lso  shown that the degree of the notch 

sensitivity varied considerably with the heat t reatment ,  par t icular ly  the 

aging t reatment  of the alloys ( re fs .  3, 4). In addition, the variation in 

heat t reatment  resulted i n  changes i n  micros t ruc tura l  features ,  mechani- 

cal  charac te r i s t ics ,  deformation and f rac ture  behavior. The present  study 

was based on the concept that the establishment of the interrelationships 

between the above fac tors  would provide an  understanding of the cause of 



the notch sensitivity. 

relationships between the various factors  and the dislocation mechanisms 

operative in  the alloys. 

to the present  time confined to the investigation of smooth specimens. 

It is  believed, however, that notch specimen behavior can be related to 

that of the smooth specimens,  

Par t icu lar  emphasis has been placed on the 

F o r  simplicity the dislocation study has been up 

The mechanical behavior of Waspaloy, the alloy selected for  the 

investigation, is strongly dependent on the fine dispers ion of the y' 

phase, Ni (Al ,  T i )  present  in the aged alloy. The heat t reatments  

chosen for  study were  those previously used which resulted i n  distinct 

ys size  differences and a corresponding large variation in notch sensi-  

tivity (ref. 3). 

t empera ture  range where severe  time dependent notch sensitivity can 

occur  (1000" - 1200°F). 

t empera tures  (up to 1400°F) in  o rde r  to provide a contrasting case  where 

the notch sensitivity has  not been observed. 

par t icular ly  the dislocation substructures  present  in  the tested specimens,  

were  evaluated. 

3 

Tensile and c reep  rupture t e s t s  were  ca r r i ed  out in the 

In addition, testing was ca r r i ed  out at higher 

The micros t ruc tura l  features ,  

EXPERIMENTAL PROCEDURES 

The commercial ly  produced Waspaloy used in  the investigation had 

the following reported chemical composition (weight per  cent): 

c o  Mo T i  A1 C B Z r  F e  S - -  - -  - -  Ni C r  
BY1 l r 3 3  13.32 4.16 2.95 1.35 0.6 O.TO5 0.03 0.55 0 . 0 7  

Si - CU Mn 
<Gl 0705 0.03 

The mater ia l  was received as 0. 026-inch thick sheet  cold worked 23 

per  cent. 

he at t reatment  a 

25 

Specimen blanks were  cut i n  the longitudinal direction pr ior  to 

2 



The heat t reatments  consisted of a solution t reatment  followed by a 

lower tempera ture  aging t reatment .  

at 1975°F was ca r r i ed  out on each specimen blank i n  an a rgon  atmosphere.  

Subsequent air-cooling was rapid enough to sufficiently suppress  y' 

The solution t reatment  of 1 / 2  hour 

precipitation so that the particle size could be controlled by subsequent 

aging t reatments .  The two separate  aging t reatments  utilized, 16 hours 

at 1400"F, air cooled, and 10  hours at 1700"F, air cooled, were  ca r r i ed  

out in batches of ten o r  twelve blanks. 

signed to  produce y' par t ic les  whose average s ize  would va ry  by an order  

of magnitude. 

aging a t  1400°F was a l so  adequately representative of industrial  practice. 

The aging t rea tments  were  de -  

The combination of the solution t reatment  at 1975°F and 

A f t e r  heat t reatment ,  blanks were  machined into smooth specimens 

(fig.  1). 

mately 0.01-inch per  minute up to about 2 per  cent deformation. 

strain rate was then increased to  about 0.05-inch per  minute until failure. 

The creep-rupture  t e s t s  were  conducted in  beam-loaded machines i n  

accordance with ASTM Recommended Procedures .  

times were  recorded automatically. 

system, which had a sensitivity of five-millionths of an  inch. 

Tensile t e s t s  were  conducted at a c r o s s  heat speed of approxi- 

The 

Specimen rupture 

Creep  was measured by an  optical 

The study of the s t ruc tures  was ca r r i ed  out by conventional methods 

employed for micros t ruc tura l  examination. 

scopy and repl ica  e lectron microscopy were  etched electrolytically in  

"G" etch, an etchant developed by BigeYow e t  a1 (ref. 5). Samples 

approximately 0. 5-inches wide by 0. 7-inches long for  t ransmiss ion  

electron microscopy of the tested specimens were  cut f r o m  the gauge 

lengths about 0.5-inch f r o m  the fractures .  

accomplished by grinding on wet silicon carbide papers  followed by 

electropolishing. 

a cur ren t  density of 0.5 a m p s / c m  ( re f ,  219 i n  conjunction with a 

Samples for  optical micro-  

Thinning of samples  was 

This was ca r r i ed  out at an applied voltage of 35 volts, 
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chilled mixture  of 6 per  cent perchlor ic  acid and 94 per  cent acet ic  acid. 

The thin films were  studied and photomicrographed in  a JEM electron 

microscope operated at 1 OOKV. 

TENSILE AND CREEP-RUPTURE PROPERTIES 

Tensile and creep-rupture  propert ies  were  established i n  the 

tempera ture  range of 1000" - 1400°F fo r  Waspaloy sheet  solution t rea ted  

at 1975°F and aged 16 hours at 1400°F in  one case  and 10 hours  at 1700°F 

i n  the other. 

Short-Time Tensile P rope r t i e s  

The tensile test r e su l t s  (table 1, f igure 2) exhibited the following: 

(1 )  The tensi le  and yield s t rengths  were  lower a f te r  aging a t  1700°F 

than for  aging at 1400°F. 

( 2 )  The tensile s t rengths  were  considerably lower at 1400°F than at 

1000" and 1200°F. The yield strength,  for the material aged at 

1400"F, exhibited some dec rease  f r o m  increasing the testing 

tempera ture  f r o m  1000" to  1400°F. The yield s t rength was 

essent ia l ly  constant f r o m  1000" to 1400°F after aging at 1700°F. 

The rat ios  of YS/TS were  higher at 1400°F than at 1000" o r  

1200°F. 

( 3 )  The elongation and reduction of area values were  higher at 

1200" and 1400°F after aging at 1700°F than for  the material 

aged at 1400°F. 

( 4 )  Most noticeable was  the decreasing elongation values with 

increasing tempera ture ,  par t icular ly  for  the material aged at 

1400°F for  which the value fell f r o m  30 pe r  cent at 1000°F to 

6 per  cent at 1400°F. 

less dec rease  than the elongation with increasing temperature .  

The reduction i n  area values showed 

4 



Rupture P rope r t i e s  

The rupture data  are presented in tab1.e 2 and as s t ress - rupture  t ime 

curves  in  figure 3 .  

Larson-Miller pa rame te r  (ref.  6 )  with a n  assumed constant C of 20 ( f ig .  4).  

The rupture curves  had slight slopes at 1000" and 1100°F with s teeper  

slopes at 1300" and 1400°F. A t  1200"F, the rupture  curve for  the mater ia l  

aged a t  1400°F exhibited an  apparent instability (nature of the curve derived 

by the "family-of-curves concept"). 

curve at 1200°F had a relatively low gradient. 

In addition, the data were  parameter ized using the 

F o r  the mater ia l  aged at 1700"F, the 

Most apparent f r o m  the parameter ized data  (fig. 4 )  was that at the 

lower s t r e s s e s  the s t rength levels of the ma te r i a l s  aged at  1400" and at 

1700°F were  similar. 

subsequent sections,  the two heat t rea ted  mater ia l s  c lear ly  exhibited 

different deformation character is t ics .  

resulted i n  higher rupture  s t rengths  than aging at 1700°F. 

This occurred  even though, as i t  is l a t e r  shown i n  

At high stress levels aging at 1400°F 

It is  evident f r o m  the parameter  curves  that the rupture  data consis ts  

of two distinct reg imes  which differ significantly i n  slope. 

appears  that the change in  behavior from the high s t r e s s  to  the low stress 

reg imes  occurs  as the s t r e s s  is reduced below the approximate 0. 2 per  

cent offset yield strength. 

curves  a re  direct ly  reflective of the variations i n  slopes previously pre-  

sented for  the s t ress - rupture  time curves.  

Moreover,  i t  

The slopes of the reg imes  in  the parameter  

Minimum Creep  Rates  

All of the tests were  instrumented to  measu re  creep. The minimum 

c r e e p  rates (table 2) are plotted as s t r e s s - c r e e p  rate curves  in figure 5. 

The changes i n  slope of the curves  with tempera ture  are analogous to  

those previously descr ibed for  the s t ress - rupture  time curves.  

As a method of comparing the c reep  res i s tance  of the two heat 

t reated mater ia l s  and clarifying changes i n  c r e e p  resis tance with stress, 

5 



t empera ture  compensated c r e e p  rates were  determined by correct ing all 

the values to  1000°F (fig. 6). 

ship was used: 

To accomplish this,  the following relation- 

AH '+ AH 

where: i. = Minimum creep  rate 

AH = Apparent activation energy for c reep  

T = Absolute temperature  

R = Gas constant 
The value of 133,000 cal /mole,  reported by A .  Webster and 

B. J. Pie rcey  for the Ni-base superalloy Mar-M200 (ref. 71, was used for 

the apparent activation energy for  creep.  

twice the activation energy for  diffusion. 

evident f r o m  the agreement  in  the temperature  compensated c reep  r a t e s  

which were  derived f r o m  tests at different tempera tures  but at the same 

stress levels. Like the rupture character is t ics ,  two distinct reg imes  a r e  

evident with changes of slope of the curves at about the 0. 2 per  cent offset 
n 

yield strengths.  = A u  ) for  

the high and low s t r e s s  regimes are approximately 30 and 7 respectively. 

It was evident that, even at the lower s t r e s s  levels,  somewhat higher 

minimum c r e e p  ra tes  resulted f r o m  aging at 1700°F than aging at 1400°F. 

This value is approximately 

The applicability of this value is 

The s t r e s s  exponents ( n  i n  the relationship 

Deformation in  Creep-Rupture Tes t s  

The ductility i n  rupture tes t s  var ied considerably with the t e s t  

conditions ( tempera ture  and stress) as well as the aging t reatment  (table 

2). 

with t ime at 1000" and 1100"F, decreased and subsequently increased 

with time at 1200"F, and increased with t ime at 1300" and 1400°F. 

F o r  the mater ia l  aged at P400°F, the rupture  elongation decreased 

The elongation values were  plotted as a function of stress (fig. 7). 

This graphical method was used as a means of presenting the data  since 

it permitted e a s y  comparison of the elongations as a function of the test 

6 



conditions (stress and tempera ture)  and with heat treatment.  

f r o m  the tensile tests are also included in  this representation. F r o m  this 

graph it is evident that  the elongations for  the material aged at 1400"F, as 

a function of stress, f o r m  a trough with a minimum of about 1.5 per  cent 

at approximately 85 ksi. 

The data 

The elongations of the ruptured specimens of the material aged at 

1700°F were  considerably higher than those aged at 1400°F (fig. 7). 

However, the elongations decreased with time at 1000" and 1100°F. 

t e s t  t empera tures  f r o m  1200" to  1400"F, the elongations remained at 

relatively high levels.  

F o r  

The reduction in  area values reported (table 2)  a r e  the average values 

ac ross  the f rac tures ,  

i n  a subsequent section), considerable variations in  reduction of a r e a  

occurred along the path of the fracture .  

decreased until the load was reduced to approximately 110 ks i  after which 

very  Little change occurred. Aging a t  1700°F resulted in  somewhat 

higher values than aging a t  1400°F. 

Due to the complex nature of the f rac ture  (discussed 

The values for  both mater ia l s  

The variations in  rupture elongation, when correl la ted as a function 

of s t r e s s  level, are reflective of pronounced variations in  the amounts of 

deformation occurr ing during the individual s tages  of creep. 

c r e e p  curves are presented i n  figs. 8 and 9.  

bution of the deformation in  the various s tages  of c r eep  to the total  

elongation resulted i n  the following observations: 

(Selected 

Examination of the contri-  

(1 )  A s  expected, there  was a marked inc rease  i n  the deformation 

that occurred on application of the load with increasing S t r e s s  

above the yield s t r e s s .  

F o r  the materials aged at 1400"F, t he re  was very  little defor- 

mation in first o r  second stage of creep.  The deformation was 

very low i n  third stage c reep  when the s t r e s s  was above o r  near  

to the yield strength,  

values as the stress was decreased to the approximate yield 

( 2 )  

Accordingly, the elongation fell to low 
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strength. However, the deformation in  third-stage c reep  increased 

as the stress was decreased below the yield strength,  i, e . ,  i n  the 

higher tempera ture  tests. 

increased  at the lower s t r e s s  levels. The resul t  was an  "elonga- 

tion trough" near the yield strength. In other words, the elonga- 

tion was a minimum when there  was little yielding during loading, 

and the s t r e s s  was close enough to the yield strength so that 

there  was little third-stage creep. 

F o r  aging at 1700°F the deformation decreased as the stress was 

reduced towards the yield strength. It did not fall off to such low 

values as those observed for  the mater ia l  aged at  1400°F because 

the deformation in third stage c reep  became high as the s t r e s s e s  

fell to and below the yield strength. The contribution to the total  

elongation f r o m  first and second stage c reep  was relatively 

small. 

Consequently, the elongation again 

(3 )  

MICROSTRUCTURES AND FRACTURE ME;CHANISMS 

The major  resu l t s  of the investigation were  obtained by micros t ruc-  

t u ra l  studies. First, the original s t ruc tures  were  categorized and recorded. 

Second, the fractured specimens were  examined particularly to es tabl ish 

the dislocation mechanisms ope rative . 
Original Mater ia ls  

The mic ro  s t ruc tures  of solution t reated and aged W a s  paloy e s sentially 

consis ts  of the matrix gamma,  the gamma prime precipitate, Ni3(A1, Ti), 

and the two carbides,  Ti(C, N) and M 

ment variations utilized in the present investigation was to alter the yl 

particle s ize  and yet to hold the other micros t ruc tura l  features  as constant 

as possible. A single solution t reatment  at 1975°F used in  conjunction with 

two separate  aging t reatments  (16 hours at 1400°F in  one case  and 10 hours 

at 1700°F in the o ther )  were  used as a best  means to accomplish this. The 

The object of the heat treat- 23'6' 
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following s t ruc tura l  features  were  observed by microscopic examination 

(fig. 10): 

(1 )  As a resu l t  of utilizing a constant solution t reatment ,  a grain s ize  

of 0.020 mm was obtained for  the materials aged at ei ther  tern- 

perature  ., 

Aging at 1400°F resulted i n  a dispers ion of yI par t ic les  too small 

to be readily resolvable in  the electron microscope using repl ica  

techniques (fig. lob). In the studies using t ransmiss ion  electron 

microscopy, contrast  effects due to the y'  precipitate were  ob- 

served. 

approximately 70 &. 
areas, super-latt ice reflections were  observed [of the type ( loo) ,  
( l l O ) ,  etc. which indicated that presence of an ordered precipi-  

tate, proof of the presence of y 1  precipitate particles.  

(2 )  

The average diameter  of these contrast  effects was 

In the diffraction patterns taken f r o m  these 

Aging at 1700'F resulted in  l a rge r  y1 part ic les  than those 

produced by the 1400°F t reatment .  Optical micrographs (fig. 1Oc) 

exhibited a mottled appearance within the grains  due to the large 

s ize  of the y1  particles.  

increased with the severi ty  of the etching. 

spherical  par t ic les  were  observed i n  the electron microscope by 

both repl ica  (fig. lOdP and t ransmiss ion  techniques. In thin foils 

examined by t ransmiss ion  electromicroscopy, there  were  con- 

trast effects associated with the y' precipitate par t ic les  which 

demonstrated their  coherent nature (ref. 8). The yl particles 

had an average s ize  of about 1 OOOk. 

Although there  must  have been differences in  the carbides  after 

the two aging t reatments ,  these were  not readily apparent. 

Quantitative comparisons were  difficult because the amounts of 

the carbide precipitates varied considerably f r o m  grain to  grain. 

This was particularly t rue  for  the grain boundary precipitate 

The degree to which the mottling occurred 

Clear ly  definable 

( 3 )  
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since variations occurred which were  apparently associated with 

changes at which the plane of the sample intercepted the 

boundary. 

Generally, for  both materials, the grain boundaries were  

partially filled with M 

served as an intragranular  globular precipitate. 

diffraction and d a r k  field t ransmission electron microscopy of the 

grain boundaries showed that  the M 

orientation as one of the adjacent grains. 

relationship was: 

C carbide,  while the Ti(C, N) was ob- 

Selected area 
23 6 

C carbide had the same 
23 6 

This orientation 

This relationship a r i s e s  since the carbide phase is face 

centered cubic with a latt ice parameter  of 10. 7 8, which is almost  

exactly three  times that of the matrix (a,  = 3. 58%L). 

is identical with that reported for the precipitation of M23C6 in  a 

y’  f ree  austenite (ref, 9). 

This situation 

Frac tured  Specimen Character is t ics  

Examination of the specimens after tensile and rupture tests was 

ca r r i ed  out to determine the deformation and f rac ture  mechanisms that had 

occurred,  

surfaces  to es tabl ish the mechanisms of the failures.  

t ron  microscopy was ca r r i ed  outo on samples  taken somewhat removed f r o m  

Visual and optical microscopy were  used to examine the f rac ture  

Transmiss ion  elec-  

the fracture ,  to  determine the dislocation mechanisms by which the defor-  

mation occurred that led to the fractures .  

10 



F r a c tu r e Sequence 

Examination of the failed specimens showed that, fo r  all but a few 

tensile tes t s ,  the f r ac tu res  consisted of two distinct par ts .  

a c r o s s  the specimens,  were  roughly perpendicular to the edges. 

section originated at the edge was perpendicular to the loading axis and 

tended to  be d a r k  i n  color f r o m  oxidation. 

was not colored f r o m  oxidation and was a typical shear  f rac ture ,  slanted 

through the thickness, 

were  intergranular  and t ransgranular  respectively. 

indicated that failure of the specimens occurred by initiation and r e l a -  

tively slow growth of the intergranular  crack,  followed by the shear  failure 

in a t ime period shor t  enough to avoid discoloration by oxidation. 

shear  failure occurred when the reduction in cross-sect ional  area by in te r -  

granular cracking raised the s t r e s s  high enough for the the c rack  to initiate 

rapid t ransgranular  failure,  

The f rac tures ,  

One 

The remainder  of the f rac ture  

Optical examination showed that these f rac tures  

These observations 

The 

Measurements a c r o s s  the specimen at the f rac tures  showed that 

grea te r  reduction in thickness occurred in  the regions of the t ransgranular  

c r ack  than at the intergranular  f racture .  

the two regions progressively became more  similar with decreasing loads 

The reductions in thickness in  

at the higher temperatures .  In the tests at 1400"F, the maximum reduc- 

tion in  thickness at the intergranular  f rac ture  was only slightly l e s s  than 

that at the t ransgranular  f racture .  

Table 2 a r e  the average values for  the reduction in thickness. 

The data for  the reductions in  a r e a  i n  

In addition to the main intergranular  and shear  c racks ,  the majori ty  

of the fractured specimens showed the presence of "subsidiary" in te r -  

granular cracks.  It was evident that the extent of the cracking observed 

( in  the sections paral le l  to the plane of the sheet  specimens)  decreased 

towards the mid-thicknes s of the specimen. 

Within the context of the difficulties involved in  estimating the amount 

of intergranular  cracking in  the ruptured specimens,  the following obser -  
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vations (table 2, fig. 11) were  made: 

( 1 )  The f r ac tu res  of the specimens tensile tes ted at 1000" and 1200°F 

were  ent i re ly  t ransgranular .  

granular  in  the tensile t e s t s  at 1400°F. F o r  instance, for  the 

ma te r i a l  aged at 1700"F2 i n  the test at 1400"F2 12 per  cent of 

the width of the specimen cracked intergranularly.  

A l l  of the rupture tes ted specimens exhibited c lear ly  defined 

intergranular  f rac ture  sections. 

increased with decreasing applied loads - i. e. 

rupture  times and t e s t  t empera tures  (fig. 11). This resul t  was 

to  be expected since at the lower applied loads, the intergranular  

c racks  would have to grow to a grea te r  extent before the s t r e s s  

became high enough to initiate the t ransgranular  f racture .  

The amount of intergranular  cracking for  a given stress was 

l e s s  for  the specimens aged a t  1700°F than those aged at 1400°F. 

This occurred because the "transgranular strength, " (i. e. ,  the 

s t r e s s  on the load bearing section necessary  to initiate a t r ans -  

granular c r ack )  was reduced by increasing the aging temperature  

f r o m  1400" to 1700°F. F o r  both materials the t ransgranular  

s t rength was reduced by the introduction of the intergranular  

crack.  F o r  example, for  the specimen aged at 1400"F, tes ted 

at 80 ks i  at 1200"F2 34 per  cent of the f rac ture  was intergranular ,  

Consequently, the "transgranular strength" was 80 x 100/66 = 

121 ksi. This value is l e s s  than tensile s t rength at 1200°F of 

168 ks i  ( f rac ture  was ent i re ly  t ransgranular) .  

Part of the f r ac tu res  were  in te r -  

( 2 )  

The intergranular  c r a c k  length 

increasing 

(3) 

Phase  Reactions Occurring During Testing 

Growth of the y' precipitate occurred during the creep-rupture  tests. 

This was most  pronounced at the higher t e s t  t empera tures  for  the material 

aged 16 hours at 1400°F. 

s ize  of the y' increased f r o m  about 7511. to  900%. 

the 931-hour t e s t  at 1400°F for  the material aged 10 hours at 1700"F, 

During the 1007-hour t e s t  at 1400"F, the average 

This may be contrasted to  

1 2  



during which the average s i ze  increased f r o m  approximately 10008, to 

15008. 

Denudation of y' occurred adjacent to  the grain boundaries during 

creep-rupture  tests at 1300" and 1400°F. 

figure 12. 

t r ansve r se  to the applied stress as was reported by Decker and F reeman  

(ref .  10). In many cases ,  the depleted a r e a s  occurred on only one side 

of the boundary (fig. 12b). F r o m  electron diffraction patterns and d a r k  

field micrographs i n  the study of the s t ruc tures  using t ransmiss ion  elec-  

t ron  microscopy, it was shown that the depleted side was that on which the 

M C carbide did not have the identical orientation as the adjacent grain. 

Examples are shown in 

The depletion was not detectably g rea t e r  on boundaries 

23 6 

Dislocation Mechanisms 

The mechanical charac te r i s t ics  of Ni -base super  alloys hardened with 

T i  and A1 are strongly dependent on the y' phase and, hence, on the in te r -  

actions of the dislocations with these particles.  

tensile and creep-rupture  tes ted were  studied by t ransmission electron 

microscopy to es tabl ish the dislocation mechanisms by which deformation 

occurred. The specimens chosen for this detailed examination were  

selected to  encompass the range of test conditions used, i. e. temperature  

and s t r e s s .  

amounts of deformation that led to f racture .  

designated with a in  Table 2. 1 The only exception was the u s e  of the 

specimens strained at 1000°F to smal le r  amounts than necessary  for 

f racture .  

evaluate the dislocation s t ruc tures  present  in  the specimens tensile tested 

at 1000°F because of the ve ry  extensive deformation that had occurred. 

Typical micros t ruc tures  of the deformed mater ia l s  a r e  presented 

The following observations were  made i n  the study: 

Specimens which had been 

Therefore,  these samples had undergone a wide range i n  

(The specimens studied a r e  

These specimens were  examined since it was not possible to 

i n  figures 13 - 23. 
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(1)  Mater ia l  Aged 16 Hours a t  1400°F: 

In the tensile and rupture  tes t s  ca r r i ed  out at 1000"F, the 

stress levels were  above the yield strength of the mater ia l .  

The la rge  amounts of the deformation that occurred resulted 

i n  extremely high dislocation densit ies (figs, 13,  14). The 

dislocations were  pr imar i ly  concentrated on (1  11) s l ip  planes. 

The dislocation mechanism that apparently led to  these 

s t ruc tures  was more  readily discernable i n  the t e s t  specimen 

s t ra ined approximately 2 per cent at 1000°F (fig. 15). The 

superdislocations, i. e. dislocation pa i rs  present  in  these 

s t ruc tures ,  indicate that moving dislocations shear  the 

precipitate particles.  

first whole dislocation d isorders  the y'  increasing the energy 

of the par t ic les  until the second r e -o rde r s  them. The p r e s -  

ence of stacking faults associated with extended dislocations 

(fig. 14b) is also proof that the y' particles are sheared by 

the dislocations. If they had not sheared but c r o s s  slipped 

around the par t ic les  the par t ia l  dislocations which constitute 

the fault would have had to combine. 

The specimens rupture tested at 1200" and 1300°F exhibited 

relatively low dislocation densit ies which ref lects  the i r  low 

rupture  elongation (fig. 16). The dislocations were  princi-  

pally present  as pile ups. 

dislocations were  dissociated to  f o r m  stacking fault ribbons. 

The dislocations, i n  the specimen tensile tes ted at 1400°F 

(i. e. , tes ted to stress levels over  the yield stress), were  

concentrated on s l ip  planes (fig. 17) and i n  some cases  

dissociated to f o r m  stacking faults. 

It was clear ly  evident i n  the micros t ruc ture  of the material 

rupture tes ted at 1400°F (at 38 ks i )  that y' growth occurred 

during the test. 

The superdislocation a r i s e s  since the 

In a la rge  number of cases the 

The presence of the la rge  y' led to a 
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distinctly different dislocation s t ruc ture  than for the 

previously described cases when the ys part ic les  were  small, 

The deformation that occurred led to a homogeneous d is t r i -  

bution of entangled dislocations (fig.. 18a). Gamma pr ime 

contrast  effects associated with coherency were  observed 

(fig. 18b) demonstrating that a t  l eas t  some of the y' part ic les  

remained coherent even after an  overal l  deformation of 6 per 

cent. 

(2 )  Material  Aged 10 Hours at 1700°F: 

(a)  F o r  the material aged at 1700"F, the deformation that had 

occurred was extremely "general"; the dislocations were  

homogeneously distributed (figs. 19 - 231, This resul t  for  

la rge  yr part ic les  is in  strong contrast  to the highly localized 

deformation that occurred when the y' part ic les  were  small, 

as described for  specimens of the material aged at 1400°F 

(figs. 13 - 17). 

enough to be readily resolvable (-fOOOk), it was difficult to  

d i sce rn  the interaction of the dislocations with the par t ic les  

i n  the cases  where extensive deformation had taken place. 

In specimens deformed lesser amounts (par t icular ly  the 

specimen strained to a few per  cent at 1000"F), it was clear 

that the dislocation movement occurred by the by-pass 

mechanism. 

(fig. 20) leaving pinched off dislocation loops. Gamma pr ime 

par t ic les  that retained their  coherency after 9 70 overal l  elon- 

gation are evident f r o m  the contr'ast effects in  figure 23b. 

Even though the y' part ic les  were  large 

The dislocations bowed between y' part ic les  

There  was evidence khat at the high s t ra ins  developed in  

the specimen tensile tested a t  1000°F of a tendency for  the 

deformation to  be concentrated on (1  11) s l ip  planes (figs. 19 

and 2Oc). It is not c l ea r  f r o m  the micrographs,  however, 
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whether this  effect resu l t s  f r o m  a change in  dislocation 

mechanism f r o m  by-passing to shearing the y' particles.  

The frequency of microtwins (figs. 21a and 22b) was most  

striking because it was considerably grea te r  than observed 

in  the materials aged at 1400°F. Selected a r e a  diffraction 

patterns were  heavily streaked i n  the <111> direction which 

is perpendicular to the planes of the twins. 

there  appeared to be a higher density of microtwins in  the 

y' than elsewhere (fig. 22b). This observation would suggest 

that the y' had a grea te r  susceptability to  microtwinning than 

the matrix. 

(b) 

In many cases  

DISCUSSION 

Relationship of Ductility to the Dislocation Mechanism 

Ductility is a measure  of the degree to which a mater ia l  will deform 

Consequently, the nature of the dislocation motion that pr ior  to  f racture .  

resu l t s  in the deformation of the mater ia l  could be expected to be important 

to the initiation of c racks  leading to f racture .  

deformation that occurred subsequent to c rack  initiation contributed r e l a -  

tively little to the overal l  elongation. 

previously should, due to the sample location, be typical of the mater ia l s  

just  p r ior  to c rack  initiation and, therefore ,  typical of the major  deforma- 

tion of the specimens.  

In the ma te r i a l  studied, the 

The dislocation mechanisms described 

In an  alloy hardened with a coherent precipitate,  dislocations shear  

par t ic les  below a cr i t ica l  size.  

by-passed by the dislocations. 6.. Luetiering and S. Weissmano i n  a 

study of the room tensile propert ies  of age-hardened Ti-A1 and Ti-Cu 

alloys,  demonstrated that a correlat ion existed between par t ic les  being 

sheared  by dislocations and low ductility, whereas  higher ductility resulted 

when the dislocations by-passed the precipite par t ic les  (ref. 11). 

investigation, similar correlat ions occurred for  Waspaloy tensile and 

Pa r t i c l e s  l a rge r  than the c r i t i ca l  s ize  are 

In this 
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creep-rupture  tes ted i n  the temperature  range of 1000" - 1400°F. 

Waspaloy 16 hours at 1400°F resulted in yf part ic les  of about 75w i n  

diameter ,  which were  below the cr i t ical  size.  Thus, in  the t e s t s  where 

little o r  no y' growth occurred during testing ( for  example, the tests at 

1000" - 1200°F) the dislocations sheared the yr particles.  The ductilities 

of these tests were  significantly lower than those obtained f r o m  equivalent 

tests on the mater ia l  aged at 1700°F where the y1 part ic les  (approximately 

1OOOA in  d iameter )  were  l a rge r  than the cr i t ical  s ize  and were  by-passed 

by the dislocations. This resul t  is consistent with the concept that 

"homogeneous" o r  general  deformation (resul t ing f r o m  the by-pass 

mechanism) leads to ductile behavior, 

centrations at the head of dislocation pile ups in the m o r e  localized 

deformation (shearing by dislocations) associated with relatively low 

ductility. A number of additional factors a r e  a l so  evident. 

(1 )  F o r  the mater ia l  aged a t  1400°F and rupture tested at 1400°F 

(38 ks i ) ,  the y' par t ic les  grew l a rge r  than the cr i t ical  s ize  

during the test. 

exhibited a homogeneous distribution of dislocations which 

indicated that deformation had occurred by the by-pass 

mechanism. Presumably,  i f  the specimen had been studied 

for  the ea r ly  par t  of the test ,  before the y' exceeded the 

cr i t ical  s ize ,  the dislocations present  would have been found 

localized on ( 11 1) s l ip  planes, since the deformation would 

have occurred by the dislocations shearing the precipitate 

particle s 

Aging 

e 

It avoids the high s t r e s s  con- 

The micrographs of the ruptured specimen 

The t e s t  resul ts  show an increase  i n  the ductility with 

increasing rupture  time a t  1400°F and at long t imes  at 1300°F. 

Thus, the resu l t s  indicate that the increases  in ductility were 

due to a n  increase in the fraction of the rupture t ime during 

which the yr  part ic les  exceeded the cr i t ical  size.  
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(2)  In the creep-rupture  tests at all tempera tures  and in  the tensile 

tests at 1400"F, failure occurred by intergranular  c r a c k  initiation 

and growth followed by t ransgranular  shear .  Consequently, 

intergranular  c racks  must  have been initiated by dislocation 

motion by both of the observed mechanisms (shear ing and by- 

passing of the y' part ic les) .  

The f r ac tu res  of the specimens tensile tested at 1000" and 

1200°F were  entirely t ransgranular .  Presumably,  for  the material 

aged at 1400"F, the t ransgranular  c racks  originated f r o m  the 

localized deformation that was observed on ( 11 1)  s l ip  planes, 

F o r  the specimens aged at 1700°F during the first yielding where 

the s t ra ins  were  small, dislocation motion clear ly  occurred by 

the by-pass mechanism. However, as fur ther  yielding occurred 

and the s t ra in  increased,  there  was evidence that the deformation 

became, to  a cer ta in  extent, localized on ( 1  11) sl ip planes, this 

being consistent with the t ransgranular  f rac ture  mode that 

occur red.  

The f r ac tu res  of the specimens tensile tested at 1400°F 

were  initiated by intergranular  cracks.  

1700°F exhibited considerably higher elongation than the 

specimen aged at 1400°F. 

the concept previously presented that the by-pass mechanism 

leads to higher elongations than when the y' are sheared by 

dislocations. Aging at 1700°F p r io r  to tensile t e s t s  at 1000" 

and 1200°F resulted in only slightly grea te r  f rac ture  elonga- 

tion than aging at 1400°F. 

t ransgranular  c r ack  initiation. 

l a r i t y  of the elongations occurs  because for  both the aged 

mater ia l s  the c racks  were  initiated by excessive s l ip  on (111) 

planes. Presumably,  the slightly higher deformation for  the 

The material aged at 

This resul t  is in accordance with 

A l l  of the specimens failed by 

It is suggested that the simi- 
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mater ia l  aged at 1700°F ref lects  the fact  that at low s t ra ins ,  

p r ior  to localized deformation, the dislocations by-pass mechanism 

was operative. F o r  the material aged at 1400"F, dislocations 

sheared the y' part ic les  throughout the tests. 

Elongation of the creep-rupture  specimens occurred by defor- 

mation on loading (i. e. , at a high s t r a in  rate) followed by 

subsequent c reep  deformation (i. e. , at a low s t r a in  rate). 

the loads were  reduced to  and below the yield strengths,  the 

deformation that occurred on loading decreased markedly, 

was a l so  apparent that  the t e s t s  at the lower tempera tures  where 

little o r  no y' growth occurred during the tests, the amount of 

c reep  deformation that occurred was approximately constant for  

a given heat treatment.  

c r eep  for  the material aged at 1400°F ( 1  .= 2. 5 per  cent)  was 

lower than for  the material aged at 1700°F ( 3 .  5 - 5. 5 per  cent). 

These resu l t s  would tend to suggest that for  a fixed y' size ,  

i. e. , dislocation mechanism, intergranular  c r ack  initiation 

occurred a f te r  a fixed amount of c reep  deformation. 

( 3 )  

A s  

It 

The deformation that occurred during 

Strength Character is t ics  

A s  the y' size  is increased,  the c r i t i ca l  resolved shea r  stress for  

dislocation motion increases  until the s ize  exceeds the c r i t i ca l  particle s ize ,  

after which fur ther  increase  i n  s ize  resu l t s  in a decrease  in  the CRSS (ref. 11). 

Below and above the cr i t ical  s ize ,  the dislocations shear  and by-pass the y' 

part ic les  respectively, 

The yield strengths were  lower after aging at 1700°F than aging at 

1400°F. Thus,  the particular heat t reatments  studied were  such that 

shearing occurred in  the case  of low temperature  aged material at a CRSS 

that was g rea t e r  than that for  the high temperature  age where the y' 

part ic les  were  by-passed by the dislocations. 

19 



F o r  the material aged at 1700"F, the yield strength was essentially 

constant with test tempera tures  f r o m  1000" - 1400°F. 

to  dec rease  with tempera ture  unless some strengthening mechanism occurred 

as the t e s t  t empera ture  increased. 

that this behavior can  be attributed to  the precipitation of a secondary 

"hyperfine" distribution of y' in the ma t r ix  y at tempera tures  below the 

aging temperature .  

not evident i n  the t ransmiss ion  electron micrographs.  

of the tensile tests are consistent with the occurrence of such a precipitation. 

It would be expected 

Beardmore et a1 (ref .  12) demonstrated 

The presence of a secondary distribution of fine y' was 

However, the resu l t s  

The higher the tempera ture  of the aging t reatment ,  the grea te r  the 

supersaturat ion of yl that  exis ts  at any given lower temperature .  

quently, while cooling f r o m  the aging t reatment  and during the t e s t  exposure,  

a l a r g e r  amount of fine y' could precipitate in  the mater ia l  aged at 1700°F 

than that aged at 1400°F. 

increasing the flow s t r e s s  would be grea te r  the l a r g e r  the volume fraction 

and s ize  of the particles.  A s  the t e s t  t empera ture  is increased to  the aging 

tempera ture ,  the volume of the secondary precipitate would decrease  while 

the par t ic le  s ize  would increase., 

well have resulted in  the almost  constant flow s t r e s s  f r o m  1000" to  1400°F 

for  the material aged at 1700°F. 

Conse- 

The effectiveness of such a fine precipitate in  

The combination of these fac tors  could 

The resu l t s  for  the material aged at 1400°F a r e  a l so  consistent with 

these concepts since the flow s t r e s s  decreased somewhat with increasing 

temperature ,  par t icular ly  as it was increased to the aging tempera ture  at 

which no secondary fine yl precipitation should form.  

The tensile s t rengths  were  lower after aging at 1700°F than for  the 

mater ia l  aged at 1400°F. Most evident f r o m  the resu l t s  was, however, the 

d ra s t i c  decrease  i n  tensile s t rengths  that occurred by increasing the test 

tempera ture  f r o m  1200" to 1400°F. Corresponding to this  decrease ,  two 

allied changes occurred. 

( 1 )  The tensile tests at 1400°F were  clear ly  initiated by intergranular  
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cracks  while at the lower tempera tures?  the fai lures  w e r e  ent i re ly  

t ransgranular .  

The ductilities decreased  significantly by increasing temperature  

f r o m  1000" to  1400°F. 

(2)  

F r o m  the rupture tests, it was evident that for both of the aged materi- 

als, there  was an  increase  in the slope of the s t r e s s -pa rame te r  curves  as the 

loads were  reduced below the approximate 0. 2 per  cent offset yield strengths.  

These instabil i t ies in  the curves were  not associated with a change f r o m  

transgranular  to  intergranular  c r a c k  initiation since f rac ture  for  the tests 

both above and below the yield stress were  initiated by intergranular  c racks .  

Apparently the cause of the behavior also resulted in  paral le l  variations in 

c reep  resis tance.  

would be safe to a s sume  that the absence of the deformation associated with 

yielding decreases  the resis tance to c rack  initiation. 

Although the mechanism has not yet been clarified,  it 

The equality of the rupture strengths for  both aging t reatments ,  when 

tests were  conducted below their  yield strengths,  was unexpected. 

material aged at 1700°F had less c reep  res i s tance  than the material aged 

at 1400"F, Apparently, however, the higher deformation to f rac ture  

sufficiently increased the rupture times to offset the lower c reep  resis tance.  

This suggests that  the equality of rupture s t rength was mere ly  coincidental. 

There  were  sufficient t e s t s  on the mater ia l  aged at 1400"F, at low enough 

tempera tures?  s o  that it was evident that growth of the y' particles past  the 

cr i t ical  s ize  was not responsible fo r  the observed effect. 

The 

Additional Fac to r s  

A s  y' part ic les  increase  in  s ize  to the c r i t i ca l  s ize ,  the strength 

increases  due to the g rea t e r  res is tance to shearing by the dislocations. 

ductility, however, decreases .  

the c r i t i ca l  s ize ,  dislocations by-pass the y1 and the ductility increases .  

is suggested that the best  combination of s t rength and ductility resu l t s  fo r  

yl par t ic les  somewhat l a rge r  than the c r i t i ca l  s ize  where the strength has  

The 

When the y' particle s ize  grows l a rge r  than 

It 
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fallen off some f r o m  the maximum, but the ductility is higher than for  a 

corresponding s t rength with sub-crit ical  s ize  y' . This suggested approach 

for  the development of optimum propert ies  should be applicable, at least 

at tempera tures  where the y' is reasonably stable. 

There  is a l so  a possibility that multiple aging t reatments ,  commonly 

applied to  superalloys to attain optimum creep-rupture propert ies  ( for  

example, Waspaloy m a y  be aged 24 hours at 1550°F plus 16 hours  at 1400"F), 

mayinvolve both sub-crit ical  and l a r g e r  than c r i t i ca l  y' particles.  On the 

basis  that  aging t rea tments  of this  type resu l t  i n  a bimodal distribution of 

y', it could be hypothesized that the superior  propert ies  are attained due to 

the following dislocation interactions with the particles:  

( 1 )  The -y' part ic les  l a r g e r  than the c r i t i ca l  s ize ,  produced during 

the high tempera ture  aging t reatment ,  may  interact  with the 

dislocation motion to  resul t  in  homogeneous deformation, and, 

hence, high ductility. 

A t  the same t ime,  the fine yl ,  formed at the lower aging tempera-  

tu re ,  presumably should be sheared by the dislocations and ac t  to 

increase  the strength of the alloy. 

(2)  

Consequently, optimum propert ies ,  at test tempera tures  where the yl is 

stable, could resul t  because the two types of dislocation motion occur 

simultaneous lye 

CONCLUSIONS 

The nature of the interactions of dislocations with the y' phase in 

Waspaloy was studied to  clarify the mechanisms of c reep  and rupture of 

Waspaloy sheet at 1000" - 1400°F. 

specimens with the ultimate objective of clarifying the time dependent 

edge-notch sensitivity that can occur at 1000" - 1200°F fo r  such alloys 

under creep-rupture  conditions. 

The r e s e a r c h  utilized unnotched 
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(1)  Variations in  the y' s ize  i n  Waspaloy resu l t s  i n  distinctly 

different dislocation mechanisms by which deformation occurs  

i n  tensile and creep-rupture  tests at 1000" - 1400°F. 

cations shea r  par t ic les  smaller than a cr i t ical  size. 

l a rge r  than the cr i t ical  s ize  were  by-passed by the dislocations, 

except possibly at high s t ra ins .  

F rac tu re  of the creep-rupture  specimens at all the test tempera-  

t u re s  and the tensile tests at 1400°F occurred by intergranular  

c r ack  initiation and growth followed by t ransgranular  shear .  

l a t te r  f rac ture  occurred when the increase  i n  s t r e s s  on the load 

bearing area, due to  the reduction in a r e a  by growth of the 

intergranular  crack,  exceeded that necessary to cause rapid 

shear .  

and 1200°F were  ent i re ly  t ransgranular .  

The mechanical propert ies  were  correlated with the nature of 

the interactions of the dislocations with the precipitate par t ic les  

and the f rac ture  mode that occurs .  

by dislocation motion by the by-pass mechanism, the homo- 

geneous deformation that occurs  resulted in a higher elongation 

Dislo- 

Par t ic les  

(2)  

The 

The f rac tures  of the tensile specimens tested at  1000" 

( 3 )  

When failure was initiated 

than for  the highly localized deformation that resu l t s  when the 

yl par t ic les  are sheared by the dislocations. Increasing the 

s ize  of fine y' resul ts  in an  increase  i n  the cr i t ical  resolved 

shear  s t r e s s  until the c r i t i ca l  s ize  is exceeded, a f te r  which it 

de c r e a s e s  Consequently, variations in mechanical propert ies  

can  be related to changes i n  the y' particle s i ze  relative to  the 

c r i t i ca l  s ize  and offer as basis  for  arr iving a t  aging t reatments  

for  optimum properties.  
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Table 2 

SMOOTH SPECIMEN TENSILE AND CREEP-RUPTURE PROPERTIES 

OF 0.026-INCH THICK WASPALOY 

T e s t  Rupture Min. Creep  In te r  granular  
T e m p  S t r e s s  T ime  Elong. R. A. Rate C r a c k  Length 

( O F )  -- (ks i )  (hrs. ) ( %) - ( % I  ( % I  

Mater ia l  Solution Trea ted  112 hour at 1975'F and Aged 16 hours  at 1400°F 

1000 16 1* Tensile 30 32 - 
150 131.9 15. 0 23 ,017  
145 207.6 13. 5 20 . 00525 
135:' 517. 0 7. 0 14 ,00050 
130 In P r o g r e s s  ,00009 

1100 135 83. 1 4 . 7  12 .0025 
120 1461.2 2.5 12 .00016 
120 1047.6 2. 8 12 . 0003 

0 
4 
6 
8 

10 
14 
19 

1200 167.7 Tens i le  19 .5  20 - 0 
120 3.6 4. 3 13  - 8 
9 0% 376.5 1 .5  9 .00045 23 
8 0  1240.8 2. 2 10 .000096 34 

1300 80* 63. 7 1 .7  7 . 005 
65 302.4 1 .8  7 . 00060 
55 1288.5 5 .1  10 .00038 

1400 125'x Tensile 5 .8  16 - 
65 18. 1 2.8 9 - 
45 406.1 6. 5 11 .0025 
38 :> 1006.9 8. 1 15 ,00053 

Mater ia l  Solution Trea ted  112 hour at 1975°F and Aged 10 hours  at 1700°F 

1000 148,5" Tens i le  32. 4 28 - 
140 82. 7 23. 8 22 - 
125:' 566.5 14. 3 15 . O O Z Y  

1100 125 36.4 17. 5 17 .0650 
100 366-2  6 .8  12 ,0028 

1200 145 Tensile 26.5 26 - 
100 38. 7 7. 5 12  .0692 
80:' 1870.1 5 .4  11 .00018 

1300 100 7.9 8 . 4  12 - 
8 0  52.6 5.6 11 - 
60 '671. 1 7.6 10 
38.5 In P r o g r e s s  .000062 

,00112 

1400 115*  Tensile 14.9 23 - 
60 35.0 12.0 15 - 
38 * 931. 1 9 . 0  14 . 0011 
26.6 In P r o g r e s s  , 000152 

48 
50 
60 

8 
38 
44 

0 
1 
7 

2 
16 

0 
17 
32 

11 
28 
38 

12 
30 
52 
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Figure 1 Smooth (unnotched) Specimen ( Kt = 1. 0 )  
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Figure 2 Smooth specimen tensile properties from 1000" - 
1400°F for 0.026-inch thick Waspaloy sheet heat 
treated 1/2 hour at 1975°F and aged 16 hours at 
1400°F or 10 hours at 1700°F 
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Figure 10a X5 00 Figure 10b 

Aged 16 hours at 1400°F 

X5,400 

Figure 1Oc X500 Figure 10d 

Aged 10 hours at 1700°F 

X5,400 

Figure 10. - Photomicrographs of 0.026-inch thick Waspaloy sheet heat 
treated 1/2 hour at 1975°F and aged. 
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Figure 12a x35,ooo 

Figure 12b X27,OOO 

Transmission electron micrographs of Waspaloy, heat treated 
11 2 hour at 1975"F, aged, and creep  rupture tested at 38 ksi at 
1400°F. The zones denude of the y' precipitate formed during 
the c reep  exposure. 
ruptured i n  1007 hours; Figure 12b- Aged 10 hours at 1700"F, 
ruptured i n  9 3 1 hours ) 

(Figure 12a- Aged 16 hours at 1400"F, 
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Figure 13a X24,OOO 

Thin-foil electron micrographs of Waspaloy, heat treated 1 / 2 hour 
at 1975'F, aged 16 hours at 1400°F and tensile tested at 1000°F 
(YS = 115  ksi, TS = 161 ksi, Elong. = 30%). 
highly deformed in particular on ( 1  1 1  ) sl ip planes. 

The structure is 
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Figure 14a X27,OOO 

Figure 14b x22,ooo 

Thin-foil e lectron micrographs of Waspaloy, heat t reated 1 / 2  hour 
at 1975"F, aged 16 hours a t  1400°F and c reep  rupture tested at 
135 ksi a t  1000°F (ruptured i n  517 hours a t  7 .0% elongation). 
Deformation is concentrated on (1 11) sl ip planes. Stacking faults, 
associated with extended dislocations, a r e  a l so  evident. 
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Figure 15a X42,OOO 

Figure 15b x22,ooo 

Transmission electron micrographs of Waspaloy, heat treated 1/ 2 
hour at 1975"F, aged 16 hours at 1400°F and strained 2 . 3 %  at 1000°F. 
Dislocations a r e  present in  pile ups and are frequently 'I paired" to 
form s upe rdi s locations. 
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Figure 16a x11,ooo 

Figure 16b X13,OOO Figure 16c X19,OOO 

Thin-foil electron micrographs of Waspaloy, heat treated 112 hour at 1975"F, aged 16 hours 
at 1400°F and creep rupture tested at 1200" and 1300°F. Dislocations are present in pile ups 
and are in  the main extended to form stacking fault ribbons. 
90 ksi and 1200°F, ruptured in 376 hours at 1.5% elongation; Figure 160 tested at 80 ksi 
at 1300"F, ruptured in  64 hours at 1.7% elongation. ) 

(Figures 16a, b - tested at 
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Figure  17a X18,OOO 

Figure  17b x20,000 

Thin-foil e lec t ron  micrographs  of Waspaloy, heat t rea ted  1 / 2  hour 
at 1975"F, aged 16 hours  at 1400°F and tens i le  tes ted at 1400°F 
(YS = 102 ksi, TS = 125 ksi, Elongation = 6%). 
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Figure 18a ~ 6 7 , 0 0 0  

Figure 18b X56,OOO 

Trans mis sion electron micrographs of W a s  palo y, he at treated 
1 / 2  hour at 1975"F, aged 16 hours at 1400°F and creep-rupture 
tested at 38 ks i  at 1400°F (ruptured i n  f 007 hours at 8.1% elong- 
ation). 
758, to 900A during the tes t  exposure. 
in  Figure 18ais homogeneous. 
coherent y' a r e  present in  Figure 18b, 

The y' particles increased in  size f rom approximately 
The deformation evident 

Contrast effects associated with 
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Figure 19a x75,ooo 

Figure 19b X51,OOO 

Transmission electron micrographs of Waspaloy, heat treated 
1 / 2  hour at 1975"F, aged 10 hours at 1700°F and tensile tested 
at 1000°F ( Y S  = 95 ksi, TS = 148 ksi, Elongation = 32%). The 
structures are highly deformed with a tendency for the deforma- 
tion to be maximized on slip planes. 
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Figure 20a X51,OOO 

Figure 20b x47,ooo Figure 2Oc X38,OOO 

Thin-foil electron micrographs of Waspaloy, heat treated 112 hour at 1975"F, aged 10 hours 
at 1700°F and strained approximately 1, 2.5, and 6 %  at 1000°F (Figures 20a, b & c respec- 
tively). 
dislocation loops around the particles. 
generally "homogeneous, ' I  does tend to be concentrated on (1 11) slip planes, 

Dislocation can be observed bowing between y' particles leaving "pinched off" 
At the high strain level the deformation, although 
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Figure 21a x55,ooo 

Figure 21b X50,OOO 

Thin-foil e lectron micrographs of Waspaloy, heat t reated 1 / 2 hour 
at 1975"F, aged 10 hours at 1700°F and creep-rupture tested at  
1000" and 1200°F. 
are present  in  Figure 21awhile dislocation loops about y' part ic les  
are evident i n  Figure 21b. (Figure 21a - tested at  125 ks i  at 100O0F, 
ruptured i n  566 hours at 14.370 elongation; Figure 21b - tested at 
80 ks i  a t  1200"F, ruptured i n  1870 hours at 5.4% elongation. ) 

The deformation is " homogeneous." Microtwins 
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Figure 22a x43,ooo 

Figure  22b X38,OOO 

Thin-foil electron micrographs of Waspaloy, heat treated 112 hour 
at 1975"F, aged 10 hours at 1700°F and tensile tested at 1400°F 
( Y S  = 9 2  ksi, TS = 115 ksi ,  Elongation = 15%). The dislocations 
are "homogeneously" distributed i n  Figure 22a. In a r e a s  of 
Figure 2Zb microtwins a r e  apparently confined to the y' precipitate 
particles. 
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Figure 23a x33,ooo 

Figure 23b X36,OOO 

Transmission electron micrographs of Waspaloy, heat t reated 
1/2 hour a t  1975"F, aged 10 hours at 1700°F and creep-rupture  
tested at 38 ksi at 1400°F (ruptured in  931 hours a t  9% elonga- 
tion). 
1500A during the test exposure. A ' I  homogeneous" distribution 
of dislocations is evident i n  Figure 23a, while i n  Figure 2% con- 
trast effects due to coherent y' par t ic les  are discernable.  

The yl part ic les  increased in s ize  f rom about loo& to 
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